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Issued to: ANJNEY TUBES INDIA Test Report No :
- Survey No. 213, Opp. Umiya 306
Vijay Saw Mill, Station Road, Dated
At: Nandej-Barejadi, Tal: Dascroi - 30.06.2017
Dist: AHMEDABAD Your Ref. No.
Letter
Dated
Test Report as per Standard : As per Part C 17.04.2017
PART A

PARTICULARS OF SAMFPLE SUBMITTED

a) Name of Sample (as stated by the party)
b) Grade / variety / type / size / class

: ANJNEY PPRCT FR COMPOSITE PIPE
: 75mm PN 10 Class A/S 6

OD x Wall Thickness 75 x 5.4

(Inner Layer (15%) Made of

Polymer Green colour , Middle Layer (70%)
Glass Fiber White Layer, Upper Layer (15%)
U.V Resistant Black Layer, Upper strips
Polymer Green Strips

é) Declared value, if any : NA
d) Code No. : NA
e) Batch No. and Date of Manufacture : 1704052
f) Quantity : 1 No.
g) Mode of Packing : Loose
h) Date of Receipt : 18.04.2017
i) Date of Completion : 30.06.2017
j) Sealed or not --
k) Any other information :NA
PART B

SUPPLEMENTARY INFORMATION
: Sample supplied by the party

b) Supporting documents for the measurement taken and result derived : As given in Part C

a) Reference to sampling procedure

¢) Deviation from the test method : Not Applicable
as prescribed in relevant work Instructions , if any
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PLASTICS TESTING CENTRE

ANJNEY PPRCT FR COMPOSITE PIPE Test Report No. 306
75mm PN 10 Class A/S 6 Dated: 30.06.2017
(OD x Wall thickness 75 x 5.4)
PART C
TEST RESULTS
Sr. Test Test Method Results Obtained
No. '
1 | Resistance to Internal Pressure at ISO 15874-2 No swelling and
95°C Temp. 1000hrs (Hoop Stress _ ' No bursting observed
3.8 MPa)
PART D

REMARKS :NIL
NOTE: 1. The results related only to item tested.
2. The report shall not be reproduced in full/part without written approval of the laboratory.
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