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F Sl / Issued to : Anjney Tubes India fard & / Test Report No : 5250

Survey No. 213, Opp. Umiya Vijay Saw M]"!I,‘

Station Road, (e 01.05.2025

At : Nandej-Barejadi, Tal : Dascroi, e / Your Ref. No. -

Dist : Ahmedabad (Guj.) Letter
THE & AR fei® / Dated .

5 e As per part C 26.03.2025
Test Report as per Standard :
PART A

PARTICULARS OF SAMPLE SUBMITTED
a) Name of Sample ( as stated by party) : PPRCT FR COMPOSITE PIPE

b) Grade / variety / type / size / class : Make : Anjney, 90mm
¢) Declared value, if any : NA
d) Code No. : NA
¢) Batch No. and Date of Manufacture  : NA
) Quantity : 01 Nos
2) Mode of Packing : Packed in bag
h) Date of Receipt : 27032025
i)Date of Starting : 01.04.2025
) Date of Completion : 30.04.2025
k) Sealed or not : NA
1) Any other information : NA
PART B
SUPPLEMENTARY INFORMATION
a) Reference to sampling procedure - Samples Supplied by the Party
b) Supporting documents for the measurement
taken and resgult derived L
¢) Deviation from the test method .
as prescribed in relevant work Instructions, if any Not Applicable
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WNZeh THUT &g / PLASTIC TESTING CENTRE

Test Report No.: 5250
PPRCT FR COMPOSITE PIPE
(7 Dated : 01.05.2029
PART C
TEST RESULTS
13:; Test Test Method Unit Results Obtained

1 Carbon Black Content IS 2530 % 2.58

2 Carbon Black Dispersion IS 2530 --- Satisfactory

3 Presence of UV Stabilizer ASTME 275 -—- UV Stabilizer is Present

Note : i) Statement of Conformity & Decision Rule (if any) : NA

ii) Opinion & Interpretation : NA

REMARKS : Nil
NOTE
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Authorised Signatory

WA . Gal / BHARATH K. L.
HEiral ARTEN / TECH. OFFICER

PART D

The results related only to the items tested

The report shall not be reproduced in full/part without written approval of the laboratory
This Test Report/Certificate is issued only for the samples submitted to CIPET.

The results stated above related only to the items tested.

The quality of the subsequent production lot has to be ensured by the purchaser,
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